
Materials Declaration

Product: HANSAMICRA  

Product name: Shower system

Model number: 443501300007

SCIP Number (ECHA): bd66cd46-d88d-47f3-905f-1dd9b6d15a45

Weight: 3.617 Kg  ( including package: 4.859 Kg )

Materials (product): Weight  %

Brass 2217.2 g 61.30 %
ABS (Acrylonitrile Butadiene Styrene) 366.5 g 10.13 %
POM (Polyoxymethylene) 278.7 g 7.70 %
PP (Polypropene) 207.4 g 5.73 %
PVC (Polyvinyl Chloride) 179.0 g 4.95 %
PPO, GF30 (Polyphenylene Oxide) 115.4 g 3.19 %
Silicone 58.6 g 1.62 %
Stainless steel (AISI) 39.3 g 1.09 %
TPE (Thermoplastic Elastomer) 38.1 g 1.05 %
PPS, GF40 (Polyphenylene Sulfide) 32.4 g 0.90 %
PBT (Polybutylene Terephthalate) 31.0 g 0.86 %
Svhc 21.5 g 0.59 %
PSU (Polysulfone) 19.5 g 0.54 %
Copper (Cu) 18.2 g 0.50 %
PBT,GF30 (Polybutylene Terephthalate) 15.4 g 0.43 %
EPDM (Ethylene Propylene Diene Monomer) 12.8 g 0.35 %
Aluminum Oxide 9.0 g 0.25 %
Cellulose fibre 3.2 g 0.09 %
Nickel (Ni) 0.9 g 0.02 %
NBR (Nitrile Butadiene Rubber) 0.5 g 0.01 %
POM,GF10 (Polyoxymethylene) 0.4 g 0.01 %
Chromium (Cr) 0.2 g 0.01 %

Materials (package):
Corrugated board, Paper fibre 1166.0 g 24.00 %
Paper 30.6 g 0.63 %
PE (Polyethylene) 12.0 g 0.25 %
PA (Polyamide) 3.0 g 0.06 %
Polyester 2.0 g 0.04 %
LLDPE (Linear Low Density Polyethylene) 1.3 g 0.03 %
Sharp Tear 0.2 g 0.00 %
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